
滚滚长江东逝水

SWIMMING POOL TILES

������������������������������

OCEANIC OPAL SERIES
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OCEANIC OPAL SERIES
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POOL KITCHEN BATHROOMINDOOR OUTDOOR WALL PORCELAIN

SP-MCS650605 SP-MCS650606 SP-MCS650610 SP-MCS650611

SP-MCS650601
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SP-MCS650602 SP-MCS650603 SP-MCS650604
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SP-MCS650669 SP-MCS650681 SP-MCS650683
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POOL KITCHEN BATHROOMINDOOR OUTDOOR WALL PORCELAIN
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POOL KITCHEN BATHROOMINDOOR OUTDOOR WALL PORCELAIN

SP-MCS650855 SP-MCS650857 SP-MCS650858 SP-MCS650859

SP-MCS650850
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SP-MCS650851 SP-MCS650852 SP-MCS650853
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POOL KITCHEN BATHROOMINDOOR OUTDOOR WALL PORCELAIN

SP-MCS650894 SP-MCS650895 SP-MCS650896

SP-MCS650891
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SP-MCS650892 SP-MCS650893
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*THIS TEST REPORT APPLIES TO THE FOLLOWING SERIES OF PRODUCTS: SP-MCS650601, SP-MCS650602, 

SP-MCS650603, SP-MCS650604, SP-MCS650605, SP-MCS650606, SP-MCS650610, SP-MCS650611, 

SP-MCS650669, SP-MCS650681, SP-MCS650683.

Test Report *

No. Test  Items Unit

mm

%

±0.5

Test ResultsTechnical Requirements

1
Chip size
（48mmx48mmx6mm）

Surface quality
（Premium grade)

2 Line

3 Sheet size

4

5

6

7

8

9

10

11

12

13

Water absorption

Resistance to thermal
shock

Frost resistance

Crazing resistance

Resistance to
household chemicals
& swimming pool
salts

Color difference

Bond between
mosaic and mounted
tile underlay

Exposure of
mounted tile underlay

Resistance to staining

mm

mm

%

-------

-------

-------

-------

------- Minimum GB

-------

------- No falling off

-------

-------

3.4～3.5

306～306.2

Conformed

Conformed

Conformed

Conformed

Class GA

Conformed

Conformed

Conformed

Class 5

It should meet the requirement of the
standards in Table 3 of clause 5.2

Average value E≤≤ 0.5
Individual maximum 0.6

0.2
0.11～0.34

-------

-------

No crack or peeling after
the frost test

No crazing or peeling on the glazed
surface after the crazing test.

All the mosaic should be the same
color basically

The mounted tile underlay should 
not be exposed

Mininum class 3

Length

Thickness ±6

-0.2～0

+1.7～+3.3

Verict

Pass

-------

-------

Pass

Pass

Pass

Pass

Pass

Pass

Pass

Pass

Pass

Pass

No burst or crack appears
                          after the test 
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*THIS TEST REPORT APPLIES TO THE FOLLOWING SERIES OF PRODUCTS:  SP-MCS650850, SP-MCS650851, 

SP-MCS650852, SP-MCS650853, SP-MCS650855, SP-MCS650857, SP-MCS650858, SP-MCS650859, 

SP-MCS650891, SP-MCS650892, SP-MCS650893, SP-MCS650894, SP-MCS650895, SP-MCS650896.

Test Report *

No. Test  Items Unit

mm

%

±0.5

Test ResultsTechnical Requirements

1
Chip size
（48mmx48mmx7mm）

Surface quality
（Premium grade)

2 Line

3 Sheet size

4

5

6

7

8

9

10

11

12

13

Water absorption

Resistance to thermal
shock

Frost resistance

Crazing resistance

Resistance to
household chemicals
& swimming pool
salts

Color difference

Bond between
mosaic and mounted
tile underlay

Exposure of
mounted tile underlay

Resistance to staining

mm

mm

%

-------

-------

-------

-------

------- Minimum GB

-------

------- No falling off

-------

-------

3.4～3.5

306～306.2

Conformed

Conformed

Conformed

Conformed

Class GA

Conformed

Conformed

Conformed

Class 5

It should meet the requirement of the
standards in Table 3 of clause 5.2

Average value E≤≤ 0.5
Individual maximum 0.6

0.2
0.11～0.34

-------

-------

No crack or peeling after
the frost test

No crazing or peeling on the glazed
surface after the crazing test.

All the mosaic should be the same
color basically

The mounted tile underlay should 
not be exposed

Mininum class 3

Length

Thickness ±6

-0.2～0

+1.7～+3.3

Verict

Pass

-------

-------

Pass

Pass

Pass

Pass

Pass

Pass

Pass

Pass

Pass

Pass

No burst or crack appears
                          after the test 
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